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Objectives: 

List the objectives of the research effort or the statement of work: This may be omitted if there 
has been no change. State new or revised objectives if they have changed and the reason why. 

1) Develop novel transparent Interpenetrating Polymer Networks (f-IPNs), 
2) Enhance £-IPNs with different PU network morphologies, 
3) Reinforce MPNs with functionalized silica particles generated in situ, 
4) Engineer interphase between the IPN phases and the filler for optimum rigidity and 

toughness, 
5) Characterize the performance of the material under shock and impact loading conditions 

Status of Effort: 

A brief statement of progress towards achieving the research objectives. (Limit to 200 words). 

This project began in April 2009, and since August 2009, transparent IPN (7-IPN) systems based 
on polyurethane (PU) and poly(methyl methacrylate) (PMMA) have been synthesized and 
characterized. The inclusion of silica particles has also been studied. More recently, the effect 
of altering the PU network morphology and its effects on the final IPN morphology and material 
properties has been investigated. High-strain rate fracture behavior of PU/PMMA t-IPNs have 
been carried out and compared with the corresponding quasi-static tests. 

Accomplishments: 

The purpose of this research is to enhance the mechanical performance of currently available 
materials used for transparent armor and to create a material that can compete with technology 
currently on the market. During the first part of this study, optically MPNs, based on 
PU/PMMA, were synthesized and characterized. From the results and observations made after 
every step during this section, it was found that interpenetrated PU/PMMA materials appeared to 
have promising roles both as a monolithic armor material and as a backing material in a layered 
architecture. 

Different IPN formulations were prepared and characterized during the first part of this research. 
The chemicals used for PU preparation were: poly(tetramethylene ether) glycol (PTMG), 2,4- 
toluene diisocyanate (TDI), l,l,l-tris(hydroxymethyl) propane (TRIOL), and dibutyltin dilaurate 
(DD), where this chemical was used as a catalyst. Additionally 1,6-diisocyanatohexane (DCH) 
was investigated for replacing TDI. The chemicals used for PMMA were: methyl methacrylate 
(MMA), trimethylpropane trimethacrylate (TRIM), and azobisisobutyro nitrile (AIBN). Ethyl 
acetate was also used as a non-polymerizable analogue to the AIBN and the DD. 



IPNs Consisting of PMMA:PU 

Several problems were addressed in the beginning of the research, and much time was spent on 
analyzing the various parameters in the systems. The first feature investigated was the effect of 
adjusting the PU/PMMA ratio and the changes in fhermo-mechanical properties, morphology, 
and phase separation. The effect of different heat treatments, or the changes produced when 
post-curing did or did not take place, was also investigated. Despite a marginal increase in the 
Young's modulus (E') and thermal properties, this was not enough to compensate for the 
development of less transparent IPNs. Additionally, two separate isocyanates were used for the 
synthesis of the PU phase, TDI and DCH. After preparing several samples, it was found that a 
yellow color was produced from the aromatic TDI; DCH, an aliphatic isocyanate, produced clear 
IPNs. Another parameter that was studied was the effect of using an inhibitor in the PMMA 
phase, or in other words, the effect of having a sequential versus a simultaneous IPN. It was 
found that simultaneous IPNs exhibited extreme phase separation, not conducive to this study. 

Figure 1 shows transmission electron microscopy (TEM) photos of 80:20 IPNs (PMMA:PU) 
with either DCH or TDI in the PU phase, as well as pure PMMA, each stained with osmium 
tetroxide. It was found that the PMMA phase remained transparent while the PU phase absorbed 
the dye. Using this information, it was possible to distinguish between the two phases under the 
microscope. Samples consisting of DCH generally display a homogeneous grey color, indicating 
that phase separation was minimal. On the other hand, samples containing TDI clearly show 
patches of dark grey or white, especially in Figure Id, correlating to major phase separation 
within the IPN. __^^—_______ 

c) 

d) 

Figure 1. TEM photos of IPNs with 80wt% PMMA with a) an inhibitor and DCH, b) an inhibitor 
and TDI, c) no inhibitor and DCH, d) no inhibitor and TDI, and e) pure PMMA with inhibitor 



Results from UV-visible spectrophotometry (UV-vis) analysis in Figure 2 show the effects of 
using DCH or TDI in the IPNs. 

80:20 (PMvVYPU) IPNs with afferent Isocyanates 

■ TDI with inhibitor 
■ TDI without inhibitor 
• DCH with inhibitor 
- DCH without inhibitor 

700 

Wavelength [nm] 

Figure 2. UV-visible results showing IPNs consisting of 80 wt% PMMA and 20 wt% PU with 
different isocyanates 

As can be seen in the graph above, the transparency was greatly reduced when TDI was included 
in the PU phase. This corresponds not only to the yellow discoloration that was observed and 
discussed earlier, but the phase separation seen in the TEM photos also lowered the transparency 
of the IPNs. 

Figure 3 shows SEM photos of commercial PMMA, PU synthesized with DCH, and IPNs 
synthesized with DCH in the PU phase that were broken under liquid nitrogen. By breaking at 
this temperature, it was possible to observe the morphology of the samples when failure 
occurred. As can be seen, samples consisting of either 80:20 or 70:30 (PMMA:PU) exhibited a 
higher degree of surface area, corresponding to a potentially higher degree of impact absorbance. 



Figure 3. SEM photos of a) commercial PMMA, IPNs with an inhibitor, DCH, and b) 80 wt% 
PMMA c) 70 wt% PMMA d) 60 wt% PMMA e) 50 wt% PMMA, f) 40 wt% PMMA, and g) pure 

PU with DCH 

Thermo-mechanical and fracture properties were also investigated for this research. For the 
thermo-mechanical tests, dynamic mechanical analysis (DMA) as used. Figures 4a and 4b show 
the E' and tan 5 values, respectively, of IPNs with DCH, an inhibitor present in the PMMA 
phase, and different ratios of PMMA:PU. For E', the values decreased as more of the PU phase 
was included in the IPN. This was expected since adding more of the soft, rubbery phase in the 
IPN would make the material more ductile. On the other hand, including more of the rigid 
PMMA phase created stiffer samples. 

The Tg, or the peak of the tan 8 curves, also increased when higher amounts of PMMA were 
included in the IPNs. PMMA has a higher Tg than PU, so having more of this phase would shift 
the peak of the tan 8 curve, or the Tg, to higher temperatures. All tan 8 curves exhibited one peak 
which was indicative of the presence of minimal phase separation. 
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Figure 4. E' and Tg values of IPNs with DCH, an inhibitor present in the PMMA phase, and with 
different ratios of PMMA:PU 



Mechanical Characterization 

Dynamic fracture behavior of PU-PMMA IPNs has been carried out to complement the static 
tensile and fracture responses reported in the last report. In addition, work on impact energy 
absorption by IPN compositions has also been initiated and currently underway. 

In the following details on these aspects are briefly described: 

Framing rate in this work: 250,000 - 300,000fps 

5- 

Figure 4 - Experimental set-up for testing high-strain mode-I fracture testing of /-IPNs. (in color) 

A dynamic mode-I fracture set-up (Fig. 4) was developed to test high-strain rate fracture response of t- 
IPN materials. The set-up consists of a cylindrical striker (1" diameter and 12" long aluminum bar) 
propelled by a gas gun (impact velocity -15-20 m/sec) to impact a long bar (8 feet long) to generate a 
stress pulse for a duration -200 usec. The other end of the long bar is shaped to produce a line contact 
with the specimen and is registered against the edge of an IPN sample (see close-up image in Fig. 5). The 



surface texture (created in this case by spraying the IPN surface with mists of black and white paint) near 
the crack tip is photographed using an ultra-high-speed camera (UHS) at recording rates of-300,000 
frames per second. A few representative speckle images at various stages of fracture, before and after 
crack initiation, are shown in Fig. 6.   The in-plane deformation histories are quantified from these images 
using 2D digital image correlation method by correlating deformed and undeformed speckle images. 

Figure 5 - Close-up view of mode-I specimen geometry used for fracture testing of MPNs. Dimensions in 
mm. (color photo) 

•■• ■.-. 

pre-initiation post-initiation post-initiation 

Figure 6 - Speckle images (at a few select times after impact) in the crack tip vicinity of a 
PMMA sheet subjected to impact loading. The crack tip is located by the tip of the arrow in pre- 
and post-initiation regimes. 

A few representative contours of constant crack opening displacements (displacements 
perpendicular to the crack) are shown in Fig. 7. Contours for three different IPNs, 90:10, 85:15 



and 80:20, are shown with a contour interval of 7 jam between contours at different times after 
the start of the impact loading on the edge opposite to the crack. These displacement fields are 
analyzed in conjunction with mode-I crack tip equations under the assumption of small scale 
yielding to extract dynamic stress intensity factor (K{) histories. The K\ histories are used to 
compare crack initiation toughness and crack growth performance of IPNs against commercial 
PMMA. 

Figure 7 - Crack-opening (v-field) displacement contours for different IPNs. 
(Contour interval: 7 um.) Color-bars indicate displacements in um. 

The crack velocity and stress intensity factor (K{) histories for three IPNs are plotted in Figs. 8 
and 9 along with the ones for commercial PMMA. These results are for a new batch oflPN 
sheets cast in the past year. It is worth noting that sample preparation methodology has been 

<too 

300 

J00 

■ 

_^_ bWHV 
x     lbU(30:.IO) 

lbH(82:j2) 
lbM(80:S0) 
lbM(i2:5S) 
lbM(lO:30) 

df-c^          /%^^T              JäT"*- 

JO 30 30 80 

J-dtte) 
Figure 8 - Measured crack velocity histories for different IPNs. Crack initiation corresponds to 
(f-fj) = 0 us. (color plot) 

improved in the past year to prevent vaporization of PMMA during IPNpreparation, thereby the 
PMMA:PU ratio in the sample is close to the values at the start of the material preparation. 



The steady state crack velocities (in the time window beyond rapid acceleration) for PMMA are 
the highest (300-350 m/sec) among all the specimens tested. On the contrary, IPN samples with 
PMMA:PU ratio of 85:15 and 80:20 show the least crack speeds (-100 m/sec). Further, for other 
compositions, the crack speed drops with increasing content of PU up to the composition ratio of 
80:20 but begins to rise beyond this ratio. That is, 75:25 and 70:30 ratios show higher crack 
speeds when compared to 80:20 and 85:15 IPNs suggesting a change in the micro structure and 
hence the fracture mechanism. 

The crack initiation toughness (corresponding to t - tx = 0) initially increases with the PU content 
in the IPN. That is relative to PMMA, 90:10 and 85:15 show -40% improvement (from -1.6 
MPa(m)1/2to -2.25 MPa(m) ") in K\ at crack initiation. However, as the PU content increased 
further, there is a precipitous drop in the crack initiation values in 80:20, 75:25, and 70:30 
compositions. Furthermore, these trends continue into the post-initiation regime (t - ti > 0). 
Based on these and the previously discussed velocity histories, an optimum IPN composition 
appears to be in the neighborhood of 85:15. 
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Figure 9 - Measured dynamic Stress intensity factor histories for different IPNs. Crack initiation 
toughness corresponds to K\ values at (t-ti) = 0 us. (color plot) 

The fracture surface morphology from the dynamic fracture experiments were examined using 
SEM and a select few are shown in Fig. 10. PMMA fracture surface is nearly featureless a few 
conic (hyperbolic) markings, typical of neat brittle polymer fracture signifying low dissipation of 
fracture energy. On the contrary, IPN samples with high macroscale (apparent) dynamic crack 
initiation toughness show a noticeably textured/rugged surface with high roughness. The 
creation of these surface features involving fracture of PU and PMMA phases explains the high 
dynamic crack initiation toughness values seen in these IPNs. However, with increasing PU 
content, a fracture surface that resembles the one corresponding to low energy dissipation 
returns. These transitions in microscopic features are consistent with the drop in crack initiation 
toughness measured earlier. The basic mechanisms associated with this change in fracture 



surface features are very likely due to phase inversion. That is, at low or high PU content, the 
fracture of IPNs is associated with either the PU phase acting as compliant inclusions in a brittle 
PMMA matrix or the brittle PMMA fillers in a compliant PU matrix. However, at optimum 
ratios of the two materials (such as 85/15, 80/20 at the chosen molecular weights), the two 
phases work synergistically resulting in deformation/ fracture/tearing of both the phases leading 
to maximum dissipation of energy. 

.& 

PMMA IPN(85/15) IPN(75/25) 
Figure 10 - SEM images of surface features of dynamically fractured specimens 

Impact Energy Absorption: 

To quantify the impact energy absorbed by IPNs of different 
composition in structural configurations, drop-tower tests are being 
carried out. A fixture to undertake impact tests using ASTM D5628- 
96 protocol has been constructed (see Fig. 11). The devise consists of 
a clamped plate (-110 mm diameter and 8-9 mm thick) made of IPN 
subjected to impact loading using a falling weight with a 12.5 mm 
hemispherical dart attachment. The instrumented dart assembly and 
the velocity history of the falling weight are used to measure energy 
dissipation during the dynamic event. Preliminary experiments 
suggest that a 4.5 m/sec impact velocity and 60 J of energy would be 
sufficient to fail both IPN and PMMA samples. The outcome these 
tests will be reported in the coming months. 

Figure 11 - Test fixture for IPN impact energy absorption studies. 



IPNs Consisting of PMMA:PU with Various Molecular Weight Diols in the PU Phase 

In order to enhance the material properties of the IPNs, the changes in the PU phase's network 
morphology and its subsequent effects were studied. For this section, the PU phase was altered 
by including diols of different molecular weight. The reactant used in the previous section for 
creating IPNs involved a 650g/mol diol. For this research, other molecular weights were 
explored: 1400g/mol, 2000g/mol, and 2900g/mol. 

The procedure for synthesizing these IPNs was similar to the previous study, except 
PTMG/TRIOL mixtures varied, depending on which molecular weight diol was being utilized. 
All PU systems prepared were of the following equivalents: 0.19eq TRIOL: 0.12eq PTMG: 
0.3 leq DCH. These values were also used in the previous study. Both pure, cross-linked PU 
and IPNs with PMMA:PU ratios of 80:20 and 70:30 were synthesized. 

Figure 12 shows the UV-vis results for IPNs consisting of 80:20 (PMMA:PU), shown in Figure 
12a, as well as IPNs consisting of 70:30 (PMMA:PU), shown in Figure 12b, with diols of 
various molecular weight. 
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Figure 12. Transparency results from UV-vis analysis for IPNs with different diols in the PU 
phase with ratios of a) 80:20 (PMMA:PU) and b) 70:30 (PMMA:PU) 

For the graphs, commercial PMMA was also included as a reference. As can be seen from 
looking at the graphs, the IPNs did not quite have the transparency values as high as commercial 
PMMA; however, the transparency was still relatively high, especially for materials with 
1400g/mol. IPNs with 2900g/mol PTMG, on the other hand, showed poor values of 
transparency. 

It was also interesting to note that samples with 70:30 (PMMA:PU) had better values of 
transparency than IPNs consisting of 80:20 (PMMA:PU). This was indicative that phase 
separation may have been present more in IPNs with this particular weight ratio. 



The morphologies of the IPNs were further investigated by studying their domains with the 
TEM. Similar to the previous study, the IPNs were stained with osmium tetroxide, and the 
PMMA phase remained unstained while the PU phase absorbed the dye. Thus, distinguishing 
between the two phases under the microscope was possible. TEM photos of IPNs with various 
diols in the PU phase can be seen in Figure 13. 

Figure 13. TEM photos of IPNs (PMMA:PU) with diols of molecular weights a) 650g/mol 
(80:20), b) 650g/mol (70:30), c) 1400g/mol (80:20), d) 1400g/mol (70:30), e) 2000g/mol 

(80:20), f) 2000g/mol (70:30), g) 2900g/mol (80:20), and h) 2900g/mol (70:30) 

The larger domains evidenced in the TEM photos for IPNs with the PMMA:PU ratio of 80:20 
confirm slight phase separation did take place, which ultimately decreased the transparency. 



Another aspect to note is the increase in the domain sizes as the molecular weight of the diol 
used in the PU phase increased. A higher molecular weight diol correlates to a longer chain 
length, and this created PU networks with increased areas within the domains. This also 
translates into more PMMA being able to swell in between the PU network. The corresponding 
molecular weight between cross-links and cross-link density of the IPNs, determined by 
pycnometer and swelling experiments, can be seen in Table 1. 

Table 1. Molecular weights between cross-links and cross-link densities for pure, cross-linked 
PU samples and IPNs consisting of diols of various molecular weights 

(PMMArPU) 
Molecular Weight between 

Cross-links (g/mol) 
Cross-link Density 

(mol/mL) 
650g/mol Pure PU (0:100) 129.77 4.84x10"' 

650g/mol 70:30 258.84 2.54x10'' 
650g/mol 80:20 258.10 2.37x10" 

1400g/mol Pure PU (0:100) 231.33 2.70x10"' 
1400g/mol 70:30 971.79 6.99xl0"u 

1400g/mol 80:20 347.27 2.00x10"' 
2000g/molPurePU(0:100) 270.33 2.35x10"' 

2000g/mol 70:30 488.07 1.41x10"' 
2000g/mol 80:20 246.25 2.66x10"' 

2900g/mol Pure PU (0:100) 861.32 7.00x10"u 

2900g/mol 70:30 1118.11666 5.96xl0"u 

2900g/mol 80:20 310.49212 2.278x10"' 

As can be seen from the table, the molecular weight between cross-links increased and the cross- 
link density decreased for samples with a high molecular weight. This was expected since 
including a longer chain diol in the PU phase should increase the chain length and the molecular 
weight between cross-links. Concurrently, the number of cross-links in a given area, or the 
cross-link density, would be lower than other samples. Additionally, IPNs with the PMMA:PU 
ratio of 70:30 were able to swell more than their 80:20 or pure, cross-linked PU counterparts. 
This may be due to the pure PU being able to cross-link freely with no restrictions, whereas PU 
paired with PMMA in an IPN would restrict the number of cross-links that could form. 

Finally, the thermo-mechanical and fracture properties from using different molecular weight 
diols were investigated. E' and Tg values obtained from DMA tests can be seen in Table 2. 

Table 2. E' and Tg values for IPNs with different molecular weight diols 

Molecular Weight PMMA:PU E' [GPa] (30°C) T£ PC] 

650g/mol 
80:20 1.02 ± 1.3 119.98 ± 19.77 
70:30 0.75 ±0.68 102.62 ± 15.45 

1400g/mol 
80:20 0.73 ±0.11 129.67 ±3.15 
70:30 0.37±0.14 110.05 ±0.98 

2000g/mol 
80:20 0.85 ±0.31 133.20 ±2.88 
70:30 0.36± 0.17 120.98 ±9.25 



2900g/mol 
80:20 0.82 ±0.23 143.78 ± 1.48 
70:30 0.44 ±0.01 124.14±3.16 

It was initially expected that E' would decrease when diols of higher molecular weights were 
incorporated into the PU phase and the IPN. However, the E' generally remained constant. 
Further analysis with differential scanning calorimetry (DSC) revealed that IPNs with a diol of 
2000g/mol or higher exhibited crystallinity within its structure. The crystalline regions therefore 
acted as reinforcement and increased the stiffness of the materials. 

The Tg of the IPNs also increased with higher molecular weight diols. This may be due to the 
phase separation seen earlier in the TEM photos. These higher values of Tg may actually 
correspond to the PMMA phase present in the IPN. With good miscibility between the two 
phases, the Tg would have shifted more to lower temperatures, closer to that of PU's Tg. 
However, since phase separation took place, the Tg of the samples increased. 

IPNs Consisting of PMMA:PU with Various Chain Flexibilities in the PU Phase 

For the next part of this project, the PU phase was altered in a different way with the purpose of, 
again, enhancing the material properties of the IPN. The PU network was modified by changing 
the ratio of PTMG to TRIOL while still using the 650g/mol PTMG, similar to the first section in 
this research. Table 3 shows the equivalent values used and the corresponding chain flexibilities 
of the PTMG/TRIOL mixtures, which are basically the ratios of the amount of diol to triol. In 
other words, a higher percent chain flexibility meant more diol was present. 

Table 3. Equivalent values and corresponding chain flexibilities used for this study 

TRIOL PTMG DCH Chain Flexibility 
0.19eq 0.12eq 0.31eq 19.35% 
0.12eq 0.19eq 0.31eq 30.65% 
0.06eq 0.25eq 0.3 leq 40.32% 
O.OOeq 0.3 leq 0.3 leq 100% (linear) 

As in the previous studies, synthesis of the IPNs was the same, except for which PTMG/TRIOL 
mixture was used. IPN samples synthesized included these chain flexibilities and PMMA:PU 
ratios of 80:20 and 70:30. TEM photos of various IPNs can be seen in Figure 14. 
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Figure 14. TEM photos of IPNs (PMMA:PU) with flexibilities of a) 19.35% (80:20), b) 19.35% 
(70:30), c) 30.65% (80:20), d) 40.32% (80:20), and e) 40.32% (70:30) 

From the TEM, it seemed that IPNs with a higher percent chain flexibility displayed increasingly 
more distinct domains. In other words, phase separation became more imminent because if the 
samples showed better compatibility between the phases, then the TEM would show a more 
homogeneous structure. 

In order to get a better understanding of the morphology of the samples the molecular weight 
between cross-links and the cross-link densities were also calculated for pure, cross-linked PU 
and IPN samples with different chain flexibilities. The results after calculations from 
pycnometer and swelling experiments can be seen in Table 4. 

Table 4. Molecular weights between cross-links and cross-link densities for pure, cross-linked 
PU samples and IPNs consisting of diols of various chain flexibilities 

Sample (PMMA:PU) 
Molecular Weight 

between Cross-links 
[g/mol] 

Cross-link 
Density 
[g/mol] 

19.35% (0:100)-Pure PU 129.77 4.84x10" 
19.35% (70:30) 258.84 2.54x10" 
19.35% (80:20) 258.10 2.37x10" 

30.65% (0:100)-Pure PU 163.27 3.78x10"' 
30.65% (70:30) 473.80 1.51x10" 
30.65% (80:20) 371.11 1.83x10"' 

40.32% (0:100)-Pure PU 443.16 1.34x10" 
40.32% (70:30) 514.70 1.33x10" 
40.32% (80:20) 15.33 4.15x10" 

The same phenomenon that was observed in the previous study with the different molecular 
weight diols in the PU phase was also observed for the pure, cross-linked PUs and the IPNs with 
different chain flexibilities. The molecular weight between cross-links was highest and the 
cross-link density was lowest for samples with 30 wt% PU. It is possible that in this case, the 
pure, cross-linked PU was cross-linked more than the than the IPNs, which restricted how much 



it could swell. However, with the presence of PMMA in the IPN, the cross-linking abilities of 
PU were disrupted by PMMA chains, thus allowing the IPNs to swell more. Furthermore, 
having 30 wt% versus 20 wt% of the flexible phase, the IPNs were capable of swelling even 
more. This may correspond to having more of the flexible phase in an IPN would allowe the 
IPN to swell even more. 

One aspect that should be noted is the relatively higher values of molecular weight between 
cross-links and the much lower cross-link densities for samples with 40.32% chain flexibility. 
Perhaps the high molecular weight between cross-links is the reason why some phase separation 
took place for these IPNs. 

Other parameters investigated for these systems included the thermo-mechanical properties, such 
as E' and Tg. Figure 15 shows these values for IPNs with different chain flexibilities. 
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Figure 15. DMA results showing a) E' and b) Tg values of IPNs with different chain flexibilities 

According to Figure 15b, the Tg of the IPNs increased when a higher chain flexibility in the PU 
phase was used. This was similar to the trend seen in the previous study with the different 
molecular weight diols. Since phase separation became more prominent with the higher chain 
flexibilities, this could mean that the Tg that was observed in the graph actually corresponds to 
the Tg of the PMMA phase. 

Looking more at Figure 8, there appeared to be no significant change in the E' values. This was 
not initially expected since having a more flexible PU phase would have translated into having a 
more flexible IPN. Again, using DSC analysis similar to the last study, it was found that cold 
crystallization had taken place, which acted as reinforcement for the IPNs. Therefore, as the 
flexibility increased, more crystallization took place, which is why the E' values did not 
significantly change. The DSC results of the IPNs showing the cold crystallization temperatures 
(Tec) and corresponding enthalpies can be seen in Table 5. 



Table 5. Cold crystallization temperatures and correlating enthalpies for pure, cross-linked PU 
and IPNs with different chain flexibilities 

Sample Chain Flexibility Ratio Tec [°C] AH fj/ei 

Pure cross-linked 
PU 

19.35% 0:100 - 
30.65% 0:100 - - 
40.32% 0:100 -3.93 8.75 

IPN 

19.35% 
70:30 - - 
80:20 - - 

30.65% 
70:30 Not tested Not tested 
80:20 26.94 4.706 

40.32% 
70:30 22.02 42.26 
80:20 24.12 32.59 

Fracture tests are currently being performed to determine the fracture toughness of these IPNs. 



IPNs Consisting of PMMA:PU with Silica Nanoparticle Reinforcement 

Another objective of this research was the inclusion of organic silanes, eventually silica particles, 
in the /-IPNs. Different approaches have been taken for incorporating these fillers, in order to 
achieve added reinforcement. The first technique involved synthesizing silica particles outside 
of the IPN, and then later introducing the particles into the IPNs through physical mixing. For 
this technique, the following chemicals were used: ammonium hydroxide, ethanol, deionized 
water, and tetraethyl orthosilicate (TEOS). In order to create these materials, the same 
procedures for synthesizing and curing the IPNs were followed from before, but just before 
curing, the silica particles were added, sonicated, and mixed until a homogenous solution was 
achieved. 

Figure 16 shows results of light scattering analysis for determining the diameters of the silica 
particles that were formed. Clearly, the ratio of ammonium hydroxide to water plays a crucial 
role in the size of the particles. When the silica precursor consisted of lOmL of ammonium 
hydroxide, particles over 800nm in diameter were produced, which is no longer considered in the 
nanoscale range. However, when a lesser amount of ammonium hydroxide was included, such 
as lmL, the diameter drastically decreased to around 200nm. 
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Figure 16. Light scattering results showing different diameters created by varying the ratio of 
ammonium hydroxide to water. 

When using a lesser amount of ammonium hydroxide the uniformity of the particles also greatly 
improved. The picture in Figure 17 shows a photo using a transmission electron microscope 
(TEM) of actual particles that were synthesized and added to the IPN systems. As can be seen, 
the particles, while not exactly uniform in shape, appear to be spherical. Creating smaller 
particles more uniform in shape and size is still being investigated. 
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Figure 17. TEM picture of silica particles developed using ammonium hydroxide, ethanol, 
deionized water, and tetraethyl orthosilicate. These particles were placed directly into the IPN 
before curing. 

Figure 18 shows some dynamic mechanical analysis (DMA) results for a 90:10 (PMMA:PU) 
IPN sample that was synthesized with particles from the lmL ammonium hydroxide solution. 
The IPN consisted of an inhibitor in the PMMA phase and DCH in the PU phase. 
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Figure 18. DMA results showing the Young's modulus (a) and Tg(b) of the IPN systems with the 
silica particles included. 

Although the Young's modulus (stiffness) of the materials is still in the GPa range and the glass 
transition temperature (Tg) is also relatively high, the sample displayed similar mechanical 
properties as samples without silica reinforcement. This similarity could result from a poor 
dispersion of the silica particles; thus, studies in understanding how to achieve a better dispersion 
are in progress. 

Another approach in the reinforcement of the IPNs was the in situ development of silica 
particles. For this, the following chemicals were used: 3-(Trimethoxysilyl)propyl methacrylate) 



(TMSPM), (3-Isocyanatopropyl)triefhoxysilane (IPTES), distilled water, and hydrochloric acid. 
Creating these systems involved mixing the PMMA and PU precursors together, without the DD. 
Next, the TMSPM and IPTES, either together or separately in different samples, were added 
drop wise. The DD was then added, and the solution was mixed. Afterwards, the hydrochloric 
acid and distilled water were added, the solution was mixed again, and then the samples were 
placed into the oven for the same curing treatment as before. 

The scanning electron microscope (SEM) photo in Figure 19 shows a typical sample with 
TMSPM and IPTES in an IPN. This photograph was taken after the sample was broken at liquid 
nitrogen temperatures, or during brittle failure. From this picture, it is possible to see the 
different domains within the sample. 

ffggyH - 

Figure 19. SEM photo of surface morphology of a sample with IPTES and TMSPM after brittle 
failure. 
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